
Grind out joint to min. 6mm wide by 12mm
deep.
Install backing rod (or bond breaker tape),
and Dymonic 100 to correct width to depth
ratio.
(1:1 for 6mm wide joint)

Approved Tremco Primer

Approved Tremco Base Coat

Tremco DualFlex Bandage, embedded into wet detail coat
of approved Tremco Base Coat

Approved Tremco Top Coat
(where required)

Consult Tremco for project specific advice for cracks/ joints with significant movement anticipated.
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